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MSM A01 1-MIG AIMg5 1.0mm Ar

MSM A02 1-MIG AIMg5 1.2mm Ar

MSM A11 1-MIG AISi5 1.0mm Ar

MSM A12 1-MIG AISi5 1.2mm Ar

MSM CO1 1-MIG CuSi3 0.8mm Ar

MSM C03 1-MIG CuSi3 1.0mm Ar

MSM C11 1-MIG CuAI8 0.8mm Ar

MSM C13 1-MIG CuAI8 1.0mm Ar

MSM FO1 1-MIG Fe 0.8mm Ar + 18%C0O2

MSM F02 1-MIG Fe 0.9mm Ar + 18%C0O2

MSM FO3 1-MIG Fe 1.0mm Ar + 18%C02

MSM F04 1-MIG Fe 1.2mm Ar + 18%C02

MSM F11 1-MIG Fe 0.8mm Ar + 8%CO2

MSM F12 1-MIG Fe 0.9mm Ar + 8%CO2

MSM F13 1-MIG Fe 1.0mm Ar + 8%CO2

MSM F14 1-MIG Fe 1.2mm Ar + 8%CO2

MSM F21 1-MIG Fe 0.8mm CO2

MSM F22 1-MIG Fe 0.9mm CO2

MSM F23 1-MIG Fe 1.0mm CO2

MSM F24 1-MIG Fe 1.2mm CO2

MSM M04 1-MIG Fe Metal 1.2mm Ar + 18%CO2
MSM RO4 1-MIG Fe Rutil 1.2mm Ar + 18%C0O2
MSM S01 1-MIG CrNiMo 19 12 0.8mm Ar + 2%C0O2
MSM S02 1-MIG CrNiMo 19 12 0.9mm Ar + 2%C0O2
MSM S03 1-MIG CrNiMo 19 12 1.0mm Ar + 2%C0O2
MSM S04 1-MIG CrNiMo 19 12 1.2mm Ar + 2%C02
MSM S82 1-MIG FC-CrNiMo 19 12 0.9mm Ar + 18%C0O2
MSM S84 1-MIG FC-CrNiMo 19 12 1.2mm Ar + 18%C0O2
MSM A01 PMIG AIMg5 1.0mm Ar

MSM A02 PMIG AIMg5 1.2mm Ar

MSM Al11 PMIG AISi5 1.0mm Ar
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MSM10031 MSM A12 PMIG AISi5 1.2mm Ar

MSM10032 MSM CO1 PMIG CuSi3 0.8mm Ar
MSM10033 MSM CO3 PMIG CuSi3 1.0mm Ar
MSM10034 MSM C11 PMIG CuAI8 0.8mm Ar
MSM10035 MSM C13 PMIG CuAlI8 1.0mm Ar
MSM10036 MSM FO1 PMIG Fe 0.8mm Ar + 18%C0O2
MSM10037 MSM FO2 PMIG Fe 0.9mm Ar + 18%C0O2
MSM10038 MSM FO3 PMIG Fe 1.0mm Ar + 18%C02
MSM10039 MSM FO4 PMIG Fe 1.2mm Ar + 18%C0O2
MSM10040 MSM F11 PMIG Fe 0.8mm Ar + 8%CO2
MSM10041 MSM F12 PMIG Fe 0.9mm Ar + 8%CO2
MSM10042 MSM F13 PMIG Fe 1.0mm Ar + 8%C0O2
MSM10043 MSM F14 PMIG Fe 1.2mm Ar + 8%CO2
MSM10044 MSM S01 PMIG CrNiMo 19 12 0.8mm Ar + 2%C0O2
MSM10045 MSM S02 PMIG CrNiMo 19 12 0.9mm Ar + 2%CO2
MSM10046 MSM S03 PMIG CrNiMo 19 12 1.0mm Ar + 2%C02
MSM10047 MSM S04 PMIG CrNiMo 19 12 1.2mm Ar + 2%C02
MSM10048 MSM M04 PMIG Fe Metal 1.2mm Ar + 18%C0O2
oo

Master M WorkPack Pulse - MasterMig 355 [ 358111100
oooo MSM350200

(]| MasterMig 355 [ 3581 111100

29092022 29092022



	Master M WorkPack Pulse - mastermig 355 和 358标准焊接程序
	概览
	MasterMig 355 和 358 出厂标配焊接程序
	代码
	描述

	技术规格


